Section 8 December 12, 2005

Context

This is the last section of the south wing. We are including an additional 4 foot area
that joins this building to the centre section. Some glass is removed from the centre
section roof to give access to the last vertical row of glass. Access to heat from the
forced air furnace will reduce the time need drying of the wood and paint finishes.

Initial observations

Corrosion is advanced in the angle iron purlins and the fasteners. A typical location
for corrosion is above the lower vent sash. In this section, most purlins and clip
angles are deteriorated. Perhaps the proximity of the chimney may have resulted in
additional acidity deposited on the building from the coal and wood heating.

\

Proposed practice

We have revised our flashing installation to direct run off at the lower vent sash to
drain at the centre of the opening away from hinges and assembly joints.

We are including an additional 50% of work for this section, therefore, our time will
be stretched out past our original completion date, into the new year.

An additional shelter is on order for installation at the north end for our start on the
ninth section in January.



